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Description: This work shall be per Section 593 of the Standard Specifications except for the Mix Design which shall be either #1 or #3 in Section 1019.
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Basis of Payment: This work shall be measured and paid for as specified in Section 593 of the Standard Specifications.  Any bulk heads needed for placement shall be paid for as part of this item.

